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THEVIRTUAL CRACK CLOSURE TECHNIQUE:

HISTORY, APPROACH AND APPLICATIONS

RONALD KRUEGER*

Abstract. An overview of the virtual crack closure technique is presented. The approach used is discussed,

the history summarized, and insight into its applications provided. Equations for two-dimensional quadrilateral

elements with linear and quadratic shape functions are given. Formulae for applying the technique in conjuction

with three-dimensional solid elements as well as plate/shell elements are also provided. Necessary modifications for

the use of the method with geometrically nonlinear finite element analysis and corrections required for elements at

the crack tip with different lengths and widths are discussed. The problems associated with cracks or delaminations

propagating between different materials are mentioned briefly, as well as a strategy to minimize these problems.

Due to an increased interest in using a fracture mechanics based approach to assess the damage tolerance of

composite structures in the design phase and during certification, the engineering problems selected as examples and

given as references focus on the application of the technique to components made of composite materials.

Key words, finite element analysis, fracture mechanics, crack closure integral, composite structures,

delamination, interlaminar fracture

Subject classification. Structures and Materials

1. Introduction. One of the most common failure modes for composite structures is delamination [1-3]. The

remote loadings applied to composite components are typically resolved into interlaminar tension and shear stresses

at discontinuities that create mixed-mode I, II and III delaminations. To characterize the onset and growth of these

delaminations the use of fracture mechanics has become common practice over the past two decades [4-6]. The total

strain energy release rate, Gr, the mode I component due to interlaminar tension, GI, the mode II component due to

interlaminar sliding shear, GII, and the mode III component, GIII, due to interlaminar scissoring shear, as shown in

Figure 1, need to be calculated. In order to predict delamination onset or growth for two-dimensional problems,

these calculated G components are compared to interlaminar fracture toughness properties measured over a range

from pure mode I loading to pure mode II loading [7-11]. A quasi static mixed-mode fracture criterion is determined

by plotting the interlaminar fracture toughness, Gc, versus the mixed-mode ratio, GJGr, determined from data

generated using pure Mode I DCB (GII/G_O), pure Mode II 4ENF (GJG_I), and mixed-mode MMB tests of

varying ratios, as shown in Figure 2 for IM7/8552 [12]. A curve fit of these data is performed to determine a

mathematical relationship between Gc and GJGr. [5]. Failure is expected when, for a given mixed mode ratio GII

/Gr, the calculated total energy release rate, Gr, exceeds the interlaminar fracture toughness, G_. Although several

specimens have also been suggested for the measurement of the mode III interlaminar fracture toughness property

[13-16], an interaction criterion incorporating the scissoring shear, however, has not yet been established. The

virtual crack closure technique (VCCT) [17-19] is widely used for computing energy release rates based on results
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fromcontinuum(2D)andsolid(3D)finiteelementanalysestosupplythemodeseparationrequiredwhenusingthe
mixed-modefracturecriterion.

AlthoughtheoriginalpublicationonVCCTdatesbackaquartercentury[17],thevirtualcrackclosure
techniquehasnotyetbeenimplementedintoanyofthelargecommercialgeneralpurposefiniteelementcodessuch
asMSCNASTRAN,ABAQUS,ANSYS,ASKA,PERMASorSAMCEF.CurrentlyFRANC2D,developedbythe
CornellFractureGroup(CFG)atCornellUniversity,appearstobetheonlypublicallyavailable,highlyspecialized
finiteelementcodethatusesthevirtualcrackclosuretechnique[20,21].Thevirtualcrackclosuretechniquehas
beenusedmainlybyscientistsinuniversities,researchinstitutionsandgovernmentlaboratoriesandisusually
implementedintheirownspecializedcodesorusedinpost-processingroutinesinconjunctionwithgeneralpurpose
finiteelementcodes.Lately,anincreasedinterestinusingafracturemechanicsbasedapproachtoassessthedamage
toleranceofcompositestructuresinthedesignphaseandduringcertificationhasalsorenewedtheinterestinthe
virtualcrackclosuretechnique.EffortsareunderwaytoincorporatetheseapproachesintheComposites' Material

MIL-17 Handbook I .

The goal of the current paper is to give an overview of the virtual crack closure technique, discuss the

approach used, summarize the history, and provide insight into its application. Equations for two-dimensional

quadrilateral elements with linear and quadratic shape functions will be provided. Formulae for applying the

technique in conjuction with three-dimensional solid elements as well as plate/shell elements will also be given.

Necessary modifications for the use of the method with geometrically nonlinear finite element analysis and

corrections required for elements at the crack tip with different lengths and widths will be discussed. The problems

associated with cracks or delaminations propagating between different materials (the so-called bi-material interface)

will be mentioned briefly, as well as a strategy to minimize these problems. The selected engineering problems

shown as examples and given as references will focus on the application of the technique related to composite

materials as mentioned above.

2. Background. A variety of methods are used to compute the strain energy release rate based on results

obtained from finite element analysis. Thefinite crack extension method [22, 23] requires two complete analyses. In

the model the crack gets extended for a finite length prior to the second analysis. The method provides one global

total energy release rate as global forces on a structural level are multiplied with global deformations to calculate the

energy available to advance the crack. The virtual crack extension method [24-33] requires only one complete

analysis of the structure to obtain the deformations. The total energy release rate or J-integral is computed locally at

the crack front and the calculation only involves an additional computation of the stiffness matrix of the elements

affected by the virtual crack extension. The method yields the total energy release rate as a function of the direction

in which the crack was extended virtually, yielding information on the most likely growth direction. Modifications

of the method have been suggested in the literature to allow the mode separation for two-dimensional analysis [34,

35]. An equivalent domain integral method which can be applied to both linear and nonlinear problems and

additionally allows for mode separation was proposed in [36, 37]. The methods above have been mentioned here

1 http://www.mil 17.org/



briefly to complement the background information. A comprehensive overview of different methods used to

compute energy release rates is given in [38]. Alternate approaches to compute the strain energy release rate based

on results obtained from finite element analysis have also been published recently [39-41 ].

For delaminations in laminated composite materials where the failure criterion is highly dependend on the

mixed-mode ratio and propagation occurs in the laminate plane, the virtual crack closure technique [17-19, 42] has

been most widely used for computing energy release rates because fracture mode separation is determined

explicitely. Recently new methods to compute mLxed-mode energy release rates suitable for the application with the

p-version of the finite element method have also been developed [43]. Some modified and newly developed

formulations allow applications independent of the fmite element analysis and suitable for boundary element

analysis [21, 44].

2.1. Crack Closure Method Using Two Analysis Steps. Even though the virtual crack closure technique is

the focus of this paper and is generally mentioned in the literature it appears appropriate to include a related method:

The crack closure method or two-step virtual crack closure technique. The terminology in the literature is often

inexact and this two-step method is sometimes referred to as VCCT. It may be more appropriate to call the method

the crack closure method because the crack is physically extended, or closed, during two complete fmite element

analyses as shown in Figure 3. The crack closure method is based on Irwin's crack closure integral [45, 46]. The

method is based on the assumption that the energy AE released when the crack is extended by Aa from a (Figure 3a)

to a+Aa (Figure 3b) is identical to the energy required to close the crack between location g and i (Figure 3a). Index

"1" denotes the first step depicted in Figure 3a and index "2" the second step as shown in Figure 3b. For a crack

modeled with two-dimensional four noded elements as shown in Figure 3 the work AE required to close the crack

along one element side can be calculated as

= 1 [Xlg " Au2g +Zlg"AE Aw2e]

where XI_ and ZI_ are the shear and opening forces at nodal point g to be closed (Figure 3a) and Au:_ and Aw:_ are

the differences in shear and opening nodal displacements at node g as shown in Figure 3b. The crack closure method

establishes the original condition before the crack was extended. Therefore the forces required to close the crack are

identical to the forces acting on the upper and lower surfaces of the closed crack. The forces Xlt and ZIL may be

obtained from a first fmite element analysis where the crack is closed as shown in (Figure 3a). The displacements

Au: I and Aw: t are obtained from a second fmite element analysis where the crack has been extended to its full length

a+Aa as shown in Figure 3b.

2.2. The Modified Crack Closure Method. The modified, or virtual, crack closure method is based on the

same assumptions as the crack closure method described above. Additionally, however, it is assumed that a crack

extension of Aa from a+Aa (node i) to a+2Aa (node k) does not significantly alter the state at the crack tip

(Figure 4). Therefore the displacements behind the crack tip at node i are approximately equal to the displacements

behind the original crack tip at node 1. Further, the energy AE released when the crack is extended by Aa from a+Aa



to a+2Aa is identical to the energy required to close the crack between location i and k. For a crack modeled with

two-dimensional, four-noded elements, as shown in Figure 4, the work M_" required to close the crack along one

element side therefore can be calculated as

1 [Xi. _ + Zi. Aw_]z_2= 7

where _ and Zi are the shear and opening forces at nodal point i and Au t and Aw_ are the shear and opening

displacements at node g as shown in Figure 4. Thus, forces and displacements required to calculate the energy AE to

close the crack may be obtained from one single finite element analysis. The details of calculating the energy release

rate G AE/A_/, where _ is the crack surface created, and the separation into the individual mode components will

be discussed in the following section.

3. Equations for Using the Virtual Crack Closure Technique. In the following paragraphs equations are

presented to calculate mixed-mode strain energy release rates using two-dimensional fmite element models such as

plane stress or plane strain. Different approaches are also discussed for the cases where the crack or delamination is

modeled with plate/shell elements or with three-dimensional solids.

3.1. Formulae for Two-Dimensional Analysis. In a two-dimensional finite element plane stress, or plane

strain model, the crack of length a is represented as a one-dimensional discontinuity by a line of nodes as shown in

Figure 5. Nodes at the top surface and the bottom surface of the discontinuity have identical coordinates, however,

are not connected with each other as shown in Figure 5a. This lets the elements connected to the top surface of the

crack deform independently form those connected to the bottom surface and allows the crack to open as shown in

Figure 5b. The crack tip and the undamaged section, or the section where the crack is closed and the structure is still

intact, is modeled using single nodes, or two nodes with identical coordinates coupled through multi-point

constraints if a crack propagation analysis is desired. This is discussed in detail in Appendix A, which explains

specific modeling issues.

For a crack propagation analysis, it is important to advance the crack in a kinematically compatible way.

Node-wise opening/closing, where node after node is sequentially released along the crack, is possible for the four-

noded element as shown in Figure 6a. It is identical to element-wise opening in this case as the crack is opened over

the entire length of the element. Node-wise opening/closing, however, results in kinematically incompatible

interpenetration for the eight-noded elements with quadratic shape functions as shown in Figure 6b, which caused

initial problems when eight noded elements were used in connection with the virtual crack closure technique.

Element-wise opening where edge and mid-side nodes are released - provides a kinematically compatible

condition and yields reliable results, which was demonstrated in references [4, 47, 48] and later generalized

expressions to achieve this were derived by Raju in [18].

The mode I, and mode II components of the strain energy release rate, G1 and GH are calculated for four-

noded elements as shown in Figure 7a



1 .Zi .(wg- wg_ )
GI = 2A_---_

1 .Xi.(ug_ug.)
GII =- 2A----_

where Aa is the length of the elements at the crack front and X, and Z, are the forces at the crack tip (nodal point i).

The relative displacements behind the crack tip are calculated from the nodal displacements at the upper crack face

u t and w t (nodal point g) and the nodal displacements u,. and w_. at the lower crack face (nodal point g*) respecively.

The crack surface AA created is calculated as _/ Aa'l, where it is assumed that the two-dimensional model is of

unit thickness "1". While the original paper by Rybicki and Kanninen is based on heurisitic arguments [17], Raju

proved the validity of the equation [18]. He also showed that the equations are applicable if triangular elements,

obtained by collapsing the rectangular elements, are used at the crack tip.

The mode I, and mode II components of the strain energy release rate, GI, GH are calculated for eight-noded

elements as shown in Figure 7b

1 .[Zi.(wg_wg,)+Z j .(Wm_Wm,)]
GI=

1G II = --_a

where Aa is the length of the elements at the crack front as above. In addition to the forces X, and Zi at the crack tip

(nodal point i) the forces Xs and Zs at the mid-side node in front of the crack (nodal point j) are required. The relative

sliding and opening behind the crack tip are calculated at nodal points g and g* from displacements at the upper

crack face u, and w t and the displacements u_. and wt. at the lower crack face. In addition to the relative

displacements at nodal points g and g* the relative displacements at nodal points m and m* are required, which are

calculated from displacements at the upper crack face Um and Wm and the displacements urn* and win* at the lower

crack face [18]. The crack surface _ created is calculated as _/ Aa'l, where it is assumed that the two-

dimensional model is of unit thickness "1". The equations are also applicable if triangular parabolic elements,

obtained by collapsing the parabolic rectangular elements, are used at the crack tip [18].

The total energy release rate Gr is calculated from the individual mode components as

G r = G I + GII +GIII

where GIII =_0 for the two-dimensional case discussed.

The VCCT proposed by Rybicki and Kanninen did not make any assumptions of the form of the stresses and

displacements. Therefore, singularity elements are not required at the crack tip. However, others have proposed

special two-dimensional crack tip elements with quarter-point nodes as shown in Figure 8. Based on the location of

the nodal points at { 0.0, 0.25 and 1.0, these quarter point elements accurately simulate in 1/_/Tr singularity of the

stress field at the crack tip. Triangular quarter-point elements are obtained by collapsing one side of the rectangular



elements,asshowninFigure8b.Dueto thefactthattheseelementsarenotreadilyavailableinmostofthe
commonlyusedfmiteelementcodes,quarter-pointelementsarenotdiscussedfurtherandtheinterestedreaderis
referedtotheliterature[18,49-52]

3.2.Formulae for Three-Dimensional Solids and Plate/Shell Elements. In a fmite element model made of

three-dimensional solid elements (Figure 9a) or plate or shell type elements (Figure 9b) the delamination of length a

is represented as a two-dimensional discontinuity by two surfaces. The additional dimension allows to calculate the

distribution of the energy release rates along the delamination front and makes it possible to obtain GIII, which is

idential to zero for two-dimensional models. Nodes at the top surface and the bottom surface have identical

coordinates and are not connected with each other as explained in the previous section. The delamination front is

represented by either a row of single nodes or two rows of nodes with identical coordinates, coupled through multi-

point constraints. The undamaged section where the delamination is closed and the structure is intact is modeled

using single nodes or two nodes with identical coordinates coupled through multi-point constraints if a delamination

propagation analysis is desired. This is discussed in detail in Appendix A, which explains specific modeling issues.

3.2.1. Formulae for Three-Dimensional Solids. For convenience, only a section of the delaminated area

which is modeled with eight-noded three-dimensional solid elements is illustrated in Figure 10. The mode I,

mode II, and mode III components of the strain energy release rate, GI, Gm and GIII are calculated as

1 .ZLi.(WL _ -WLy )G I = 2_-"_

1 .XLi.(ULg -ULg )
G!! = - 2"-_

1 " YLi" (VLg - VL( _ )
GIII- 2AA

with AA Aa.b as shown in Figure 10 [53]. Here Kd is the area virtually closed, Aa is the length of the elements at

the delamination front, and b is the width of the elements. For better identification in this and the following figures,

columns are identified by capital letters and rows by small letters as illustrated in the top view of the upper surface

shown in Figure 10b. Hence, XLi, YLi and ZL_ denote the forces at the delamination front in column L, row i. The

corresponding displacements behind the delamination at the top face node row g are denoted uKt, vra and wxt and at

the lower face node row g* are denoted ux,., vra* and wra* as shown in Figure 10. All forces and displacements are

obtained from the finite element analysis with respect to the global system. A local crack tip coordinate system (x;

y; z'), that defines the normal and tangential coordinate directions at the delamination front in the deformed

configuration, has been added to the illustration. Its use with respect to geometrically nonlinear analyses will be

discussed later.

For twenty noded solid elements, the equations to calculate the strain energy release rate components at the

element comer nodes (location Li) as shown in Figure 11 are



_ 1 [1Z {w 2

i[i ]

where AAr Aa.b as shown in Figure 11 [54]. Here Xm, Ym and Zm denote the forces at the delamination front in

column K, row i. The relative displacements at the corresponding column K are calculated from the displacements

behind the delamination at the lower face node row [* as uxt*, vxt* and wry. and at the top face node row [, as uxt,

vxt and wxt (Figure l lb). Similar definitions are applicable in column M for the forces at node row i and

displacements at node row [ and in column L for the forces at node row i andj and displacements at node row [ and

m respectively. Only one half of the forces at locations Ki and Mi contribute to the energy required to virtually close

the area AAL. Half of the forces at location Ki contribute to the closure of the adjacent area AAj and half of the forces

at location Mi contribute to the closure of the adjacent area AAN.

The equations to calculate the strain energy release rate components at the mid-side node (location Mi) as

shown in Figure 12 are as follows [54, 55].

@- 2AAM

i )]2

111 1 )+ Mi(vM _ Ni(VNe VNe*)GIII = --f-'_M ? YLi (VLg - vL{* )+-2 YLj(VLm - VLm*

1 I]+- YNj(_Nm-_Nm*
2

where only one half of the forces at locations Li, L] and Ni, N] contribute to the energy required to virtually close the

area AAM. Half of the forces at locations Li and L] contribute to the closure of the adjacent area AAK and half of the

forces at locations Ni and N] contribute to the closure of the adjacent area AAo. Additional information with respect

to different equations for solid elements are given in the literature [19, 55-60]

3.2.2. Formulae for Plate/Shell Elements. The use of four-noded plate elements to calculate the mixed-

mode strain energy release was demonstrated in [56]. Equations for the use of VCCT in conjunction with four- and



nine-nodedplateelementswerederivedbyRaju[61].Twotechniquestotiethenodesatthedelaminationfront(row
i in Figues 13 and 14) were discussed. For nodes of the upper and lower surfaces, which are joined at the crack tip,

the first method enforced the compatibility of translational and rotational dregrees-of-freedom for nodes with

identical coordinates. In the second technique, only the compatibility of the translational dregrees-of-freedom were

enforced. The second technique allowed the nodes to have independent rotations. For the configurations and loads

considered, the second technique appeared to provide preferable constraints yielding accurate strain energy release

rates [61-63]. Therefore only the equations for this method are mentioned in this paper.

For the four-noded rectangular plate element, as shown in Figure 13, the equations to calculate the strain

energy release rate components at the element comer nodes (location Li) are

1
GI = 2_-'_

1 .XLi.(ULg _ULg,)GII = - 2"-_

1
• YLi'(VLg -VLg)GIII= - 2--'-_

where _/ Aa(bl+b2)/2 is the crack surface closed as shown in Figure 13b [61].

The equations to calculate the strain energy release rate components for a nine-noded plate element as shown

in Figure 14 are for the

Mode I components:

Mode II components:

1 [ZLi(wL -
GI]L - 2zXAL

I [ZMi(WMg -WMf*)+ZMj(WMm -WMm*)]
GI] M - 2AAM

GI[N - 2AA N

2AA L

2AA M

2AA N

and Mode III components:

2AA L



GIIIIM- 1 - vM  )+ (vMm- vMm )]
2AA M

GIIIIN- 1
2AA N

as given in [61, 62]. Here indices L, M, N denote the column location, as shown in Figure 14b and

1

1Aa .(b2 + b3 ), AAM =- 2 Aa .b 2 and AAN = --_ Aa. (bl+ b 2 )AAL =J_

are the equivalent crack surfaces apportioned to comer- and midside-crack front nodes, respectively. The equivalent

crack surfaces are obtained by assuming that the strain energy release rate components are constant across the width

of an element [61 ].

For eight noded plate elements the Mm-terms are equal to zero and the equations at column M are reduced to

I [ZMi(WMg -WMp*)]
GII M - 2zkd M

2AA M

2AA M

with the equations for columns L and N unaltered.

Built-up structures are traditionally modeled and analyzed using plate or shell finite elements to keep the

modeling and computational effort affordable. Computed mLxed mode strain energy release rate components,

however, depend on many variables such as element order and shear deformation assumptions, kinematic constraints

in the neighborhood of the delamination front, and continuity of material properties and section stiffness in the

vicinity of the debond when delaminations or debonds are modeled with plate or shell finite elements [61, 62]. For

example, in reference [62] mesh refinement studies showed that computed GI, Gm and GIII did not converge when

the structure above and below the plane of delamination was modeled with plate elements with different section

properties (thickness or layup). A comparison of computed mLxed mode strain energy release rates obtained from

plate models with values computed from three-dimensional models showed differences in results near the free edges

of the structure where the stress state is three-dimensional [64]. These problems may be avoided by using three-

dimensional models. Furthermore, three-dimensional analyses are required when matrLx cracks and multiple

delaminations need to be modeled at different ply interfaces. Since many layers of brick elements through the

thickness are often necessary to model the individual plies, the size of finite element models required for accurate

analyses may become prohibitively large. For future detailed modeling, the shell/3D modeling technique offers great



potentialforsavingmodelingandcomputationaleffortbecauseonlyarelativelysmallsectioninthevicinityofthe
delaminationfrontneedstomodeledwithsolidelements[65].

3.3.Formulaefor Geometrically Nonlinear Analysis. For geometric nonlinear analysis where large

deformations may occur, both forces and displacements obtained in the global coordinate system need to be

transformed into a local coordinate system (x', z') which originates at the crack tip as shown in Figure 15. The local

crack tip system defmes the tangential (x', or mode II) and normal (z', or mode I) coordinate directions at the crack

tip in the deformed configuration as shown in Figure 15b for the two-dimensional case. The vector through nodes i

and k in the deformed configuration defines the local x' direction as shown in Figure 15a. The local z" direction,

which defmes mode I, is perpendicular to the local x" direction which defines mode II. Forces at node row i and

displacements at node row _ need to be transformed to the local x'-z" system at the tip as shown in Figure 15b. The

equations to calculate the mixed-mode energy release rate components remain the same as before, with forces and

displacements now expressed in the local system. For the two-dimensional eight-noted quadrilateral element with

quadratic shape functions this yields

1

G II= --_aa

where X'i, Z'i and X_, Z _ are the forces at the crack tip (nodal point i) and in front of the crack (nodal point ]) in the

local crack tip system. The relative sliding and opening behind the crack tip are calculated at nodal points g and

g* from the transformed displacements at the upper crack face u 't and w't and the displacements u '_. and w'_. at the

lower crack face. Additionally to the relative displacements at nodal points g and g*, the relative displacements at

nodal points m and m* are required, which are calculated from displacements at the upper crack face u "m and W'm and

the displacements U'm* and W'm* at the lower crack face. Three-dimensional analysis additionally requires the

definition of the tangential (y', or mode III) coordinate direction which will be discussed in section 3.5.

3.4. Corrections for Elements with Different Lengths or Widths at the Crack Tip.

3.4.1. Correcting for Elements with Different Lengths at the Crack Tip. All equations in previous

paragraphs have been derived under the assumption that the element lengths Aa for the element in front of the crack

tip and behind are identical. Once automatic mesh generators are used to create complex models, the ideal case of

identical element length can no longer be assumed and corrections are required. In their original paper Rybicki and

Kanninen [17] use the 1/_r singularity of the stress field at the crack tip to derive the corrected equations. A sketch

of a crack tip modeled with two-dimensional finite elements of unequal length is shown in Figure 16. The forces 8,

Zi at the crack tip (nodal point i) calculated for an element length Aa: are known from the finite element analysis.

10



Requiredforthevirtualcrackclosuretechnique,however,aretheforces))i, Zi matching the relative displacements

at node g behind the crack tip, which have been calculated for an element length Aal.

The stress tip field at the crack tip can be expressed as [46]

1 dX dX

o(r) = b.o_ '77 =TY = b.dr

where b is the element width or thickness and (y= is the undisturbed far field stress and (y(r) is the stress in front of

the crack, which is a function of the distance r from the crack tip. The forces at the crack tip for element length Aal

and Aa2. are obtained through integration

Xi z_ al dF . z_ll/ 2= -"T"_2= 2. b .o_
0 r

X i = 2. b.o_ • Aa I/2

A relationship between the forces can be derived which only depends on the length of the elements in front

and behind the crack tip

The calculation of the crack opening force Zi is done accordingly. With the relationship of the forces

established, the required forces Xi, Zi may be substituted with the forces 8, Zi obtained from finite element

analysis, yielding the corrected equations for the energy release rate components

1
GI=

2Aa 1

1
GII =

2Aa I

u Aal

/2

/ F-

A different approach for correcting the equations, which does not depend on the assumption of the 1/_/r

singularity of the stress field at the crack tip, is depicted in Figure 17 for the two-dimensional case. The different

element lengths are accounted for by correcting the displacements behind the crack tip (at node g), which were

computed for a length Aal, to match the forces 8, Zi at the crack tip (nodal point i), which were computed for an

element length Aa2. The displacements are adjusted by taking into account the shape functions of the elements or

approximated by simple linear interpolation. For elements with linear shape functions, where the displacement vary

linearly along the element edge, both methods are identical. The displacement at locations } and)* are calculated



usinglinearinterpolationforAal> Aa2asshowninFigure17aandlinearextrapolationisusedforAal< Aa2as
showninFigure17byielding

u? = ug .--Aa2 and u), = ug, . Aa2
Aa 1 Aa 1

The calculation of the crack opening displacement w is done accordingly. With the relationship of the

displacements established, the required displacements at locations g and g* may be substituted with the

displacements g and g* obtained directly from finite element analysis, yielding the corrected equations for the energy

release rate components

1 .Zi.(wg_wg).Aa2
G I = 2AaJ----7 Aa 1

1 .X i .(zig- zig,). Aa2
GII = - 2 ka----7 ka 1

li-

The method first described imposes an analytical relationship based on the llqr singularity of the stress

field at the crack tip. However, the second method is less restrictive because the results only depend on the finite

element discretisation at the crack tip.

3.4.2. Correcting for Elements with Different Widths Along the Delamination Front. For the derivation

of the equations in the previous paragraphs it had been assumed that the front is straight and that element widths b

remain constant along the front. Meshing of arbitrarily shaped delamination front contours will however cause

element length Aa and width b to vary along the front. Therefore, a two-dimensional representation of a crack or

delamination in a plate/shell or a three-dimensional solid finite element models also requires a correction accounting

for differences in element widths b along the front. For components modeled with four-noded plate/shell type

elements or eight-noded solid brick elements the correction is straight forward as shown in Figure 18. A variation of

only the element length, Aa, yields equations equivalent to the two-dimensional case discussed earlier

1 . ZLi" (WLg _ WLg*). Aa 2
GI = 2ka 2_'------_ Aal

1 ,XLi.(ULg_ULg ).Aa 2
GII= 2Aa2. b Aa'---7

1 . YLi.(VLg_VLg,).Aa2
GIll = - 2Aa 2 "---'_ Aa--'- 7

The additional variation of the element width b requires the separate calculation of the contributing element

surfaces AA1 1/2"Aa2"bl and AA2 1/2"Aa2"b2 yielding the corrected equations for the energy release rate components

1 1
G I =

2AAI+ ZM2

Aa 2

•ZLi. (WLg - WLg, )" Aa 1
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1 1 .XLi.(ULg u _ Aa2
GII - 2 AA 1 + Ad 2 - Lg*]" Aa 1

1 1 .yLi.(vLe_vLe,).aa2
GII1- 2 AA 1 + iX42 Aa 1

A simple equivalent expression for twenty-noded solid brick elements based on the equations presented in

section 3.2.1 is not available. The set of equations given in section 3.2.2 for the higher order plate elements [61 ] may

be used since the change of element width is already accounted for in the expressions for the mixed-mode strain

energy release rates. The variation in element length, Aa, may be compensated as described in the section above.

3.5. Procedures for Arbitrarily Shaped Delamination Front Contours. The equations presentend in the

previous paragraphs were derived with the assumption that the delamination front is straight. For a straight front as

shown in Figures 10-14 and 18 the definition of the modes is intuitive and constant for the entire front: Mode I is

caused by the out of plane crack opening, mode II by the shear perpendicular to the straight delamination/crack front

and mode III by the shear component tangential to the front. For an arbitrarily shaped front the mode definition

constantly changes along the contour as shown in Figure 19. A local crack tip coordinate system therefore needs to

be defined at each nodal point along the front [66]. The vector through nodes i and k in the deformed configuration

defines the local x* direction as shown for one sample node in Figure 19. The secant through adjacent nodes defines

the y" direction and mode III. The local plane of delamination is defined by x* and y'. The local z" direction, which

defines mode I, is perpendicular to the plane of delamination. Finally, the local x" direction which defines mode II, is

perpendicular to the y" and z' plane. Forces at node row i and displacements at node row g need to be transformed to

the local x'-y'-z" system at the tip. The transformed forces and displacements are used in the previously derived

equations to calculate the mixed mode energy release rates.

For the procedure described above it is assumed that the mesh remains normal to the delamination front.

Modern pre-processing software allows the modeling of almost any complex configuration, these programs,

however, were not developed to guarantee the normality of the mesh and the delamination front. The effect of a lack

of normality at the crack front on the computed energy release rates was studied in [67]. It was shown that the

standard formulations for VCCT were not able to extract accurate values from models that did not have normality at

the crack front when compared to reference solutions. It was also found that an increased variation from the normal

condition yielded a greater discrepancy. The formulation of an extraction method for VCCT that yields accurate

energy release rates for models that lack normality is given in [67].

3.6. Suggested Solutions for Delaminations with Sharp Corners. Delaminations with sharp corners as

shown in Figure 20a pose a problem when computing mixed mode energy release rates as the separation into in-

plane shear (mode II) and tearing (mode III) is not defined. Ideally sharp corners generally do not exist so that

modeling a rounded corner, as shown in Figure 20b, appears to be an acceptable alternative. The mode separation is

well defined at the rounded corner and the procedure described in the previous paragraph may be applied to define

the appropriate local crack tip coordinate system.
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Themethodsuggestedhasbeenappliedsuccessfullytoaspecimenwithanembedded,squaredelamination
asshowninFigure21.Themethodresultsinanincreaseofnodesandelementsandthemodelmaybecomelarge.A
recentlysuggestedmodifiedapproachusesstairsteppedinsteadofsmoothedfrontsandthusavoidsanincreasein
modelsize[68].

4. Dealing with the Problems at a Bi-Material Interface. Previous investigations have shown that care

must be exercised in interpreting the values for GI, GII and GIII obtained using the virtual crack closure technique for

interfacial delaminations between two orthotropic solids [69-72]. Mathematical solutions of the near crack tip field

indicate that stresses start to oscillate in the immediate vicinity of the tip when crack growth occurs at interfaces

between materials with dissimilar properties as shown in Figure 22a. The consequence is that the mixed mode ratio

is undefmed when the virtual crack closure length Aa goes to zero. For crack growth and delamination propagation

in composite materials, this phenomenon has to be considered as the delamination is rarely located at an interface

between two plies of identical orientation. One way to circumvent this problem is the introduction of an artificial

thin resin rich layer which is assumed to exist between the plies [69, 73]. Delamination propagation in this case

occurs in a homogenious material and the above mentioned problem does not exist. Although this technique

circumvents the issue, it requires larger models with significant refmement in the thin resin layer. Several other

papers have addressed the issue of the stress oscillation near the crack tip in the past [74-83].

It was shown in the literature [70] that finite values for the virtual crack closure length, e.g. Aa/a >0.05 (Aa:

virtual crack closure length, a: crack length), result in nearly constant mixed mode ratios. In addition it was verified

in [71, 72] that evaluating the energy release rates via nodal forces and displacements in the fmite element

procedure, yields similar results to the analytical evaluation of the crack closure integral based on the near tip fields.

For larger values of Aa the energy release rate components were found to be nearly constant, whereas for very small

Aa they are functions of element length as sketched in Figure 22b. The total energy release G_GI+GII+GIII,

however, converges to a constant value as shown in [62]. The Aa/a values where the oscillation begins is connected

with the value of_/ found in the expression for the crack tip singularity which is given by r -1/2+i_.It was also shown

that evaluating energy release rates by using larger values of Aa/a, where the energy release rate components

become stationary yields similar results to values obtained by an analysis performed assuming a resin rich region

mentioned above [69]. However, the energy release rates evaluated with a larger Aa are insensitive to material

inhomogeneities that exist. This is a prerequisite for an energy release rate that is to be used as fracture criterion in a

real situation.

For the virtual crack closure technique, the energy release rates are defined as the virtual crack closure

integral over a finite crack closure length. This crack closure length corresponds to the lengths of the elements

adjacent to the crack front. This element length, Aa, must be chosen small enough to assure a converged FE solution

but large enough to avoid oscillating results. The approach used must be consistent when the definition of the energy

release rates used for fracture predictions as well as that employed for material characterisation. This does not imply

that the material tests must be evaluated by FE-models, but it should be established that the data reduction scheme is

in agreement with the defmition of a finite crack closure length. Consequently, it had been suggested to use element
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lengthsatthecracktip insuchamannerthatthecomputedresultsareinsensitivetothevariationoftheelement
lengthha at the crack tip as sketched in Figure 22b.

Upper and lower bounds may be assumed for practical applications as shown in Figure 22c. The element size

(length and height) should not be less than 1/10 of a ply thickness, h, which corresponds to the diameter of two

carbon tows in the carbon/epoxy material modeled as shown in Figure 22c. For smaller element sizes the assumption

of modeling each ply as an orthotropic continuum is no longer valid. The ply thickness was suggested as a practical

upper limit for element length and height because larger elements would require smearing of the different layer

properties over one element as shown in Figure 22c [84]. Smeared or homogenized properties would result in altered

properties at the interface where the energy release rates are calculated. Variations in mode mixety between these

upper and lower bounds are typically very small and should prove acceptable for practical applications.

In a previous investigation, mixed mode energy release rates were computed for an ENF specimen with

multidirectional layup, where the delaminated interface was located between a +30 ° and _0 ° ply [85]. A study

indicated that computed energy release rates, GII and GIII, do not exhibit a significant variation with mesh refmement

as shown in Table 1.

Table 1: Dependence ofmLxed-mode ratio in bimaterial interface on element size at the crack tip

Element length Aa in Relative element Relative crack

mm size Aa/h closure length Aa/a

Mode ratio GH/Gr Mode ratio GJGr

0.0625 0.492 0.001969 0.92048 0.079509

0.03125 0.246 0.000984 0.92045 0.079548

0.015625 0.123 0.000492 0.92020 0.079792

0.078125 0.0615 0.000246 0.91574 0.084262

0.00390625 0.0307 0.000123 0.91562 0.084377

Layup [±3_/-3_/3_/-3_/3_/3_/-3_/3_/-3_/-3_/3_/_-3_/3_/3_/-3_/3_/-3_/-3_/3_/-3_/3_/±3_], C12K/R6376 tape,

delamination length a 31.75 mm, ply thickness h 0.127 mm

In another study the influence of the mesh size at the delamination tip was investigated for a Single Leg

Bending (SLB) specimen with multidirectional layup, where the delaminated interface was located between a +30 °

and _0 ° ply [86]. The three-dimensional model of the SLB specimen is shown in Figure 23. Along the length of the

model, a refined mesh of length, c, was used in the vicinity of the delamination front. The influence of mesh size on

computed mLxed mode strain energy release rates was studied by keeping the length of the refined zone, c, constant,

and increasing the number of elements, n, in this zone as shown in the detail of Figure 23. The corresponding values

of relative element size, ha�h, and relative crack closure length, ha�a, are given in Table 2. The influence of mesh
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refinementonthemodeI strainenergyreleaseratedistributionacrossthewidthismoderateandonlyverylong
elements(n 3,Aac/n 1 mm) need to be avoided as shown in Figure 24. This is confirmed by the mode II and

mode III distributions as shown in Figures 25 and 26 where the mode II strain energy release rate is fairly constant

across almost the entire width of the specimen and peaks near the edges accompanied by local mode III contribution.

The distribution of the mixed mode ratio GI/GII is shown in Figure 27. For the range studied (n 3 up to 48), there is

only a small dependence of computed mixed mode ratio on element size Aa.

Table 2: Mesh size at the crack tip for SLB specimen with multidirectional layup.

length c of refined Number of elements Element length Aa in Relative element Relative crack

section in mm n mm size Aa/h closure length Aa/a

3.0 3 1.0 7.874 0.029

3.0 6 0.5 3.937 0.0145

3.0 12 0.25 1.9685 0.0073

3.0 24 0.125 0.984 0.00365

3.0 48 0.0625 0.492 0.00183

Layup [±30/0/-30/0/30/04/30/0/-30/0/-30/30/_-30/30/30/0/30/0/-30/04/-30/0/30/0/±30], C12K/R6376 tape

delamination length a 34.3 mm, ply thickness h 0.127 mm

The results from the above studies of the multidirectional ENF and SLB specimens confirm the suggestion

made earlier for lower bounds (Aa/h >0.1) and upper bounds (Aa/h <1.0) of element lengths to be used.

5. Application of the Virtual Crack Closure Technique to Engineering Problems. Selected engineering

problems where the virtual crack closure technique is applied to fracture of composite structures are referenced in

this section. Two examples from recent studies showing the application of VCCT to two-dimensional and three-

dimensional finite element analyses are discussed in more detail.

5.1. Applying the Virtual Crack Closure Technique with Two-Dimensional Finite-Element Analysis.

Two-dimensional finite element models where the crack or delamination is simulated as a line have been used

extensively in the past. In general two-dimensional models are preferred by industry due to the fact that modeling

time, as well as computational time, remains affordable, especially if many different configurations have to be

analyzed during the initial design phase. However, the geometry, boundary conditions, and other properties across

the entire width are are inherently constant in a two-dimensional finite element model. Additionally, a two-

dimensional plane-stress model in the x-y plane imposes the out of plane stresses to be zero ( Ozz ='Cxz ='_yz = 0)

and allows the displacement to be the free parameter. A plane-strain model in the x-y plane, on the other hand,
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imposestheoutofplanestratustobezero(ezz=7xz = 7 yz = 0 ), which excessively constrains the plies. The effect

of two-dimensional modeling assumptions is most marked for 45 ° plies because of their high m-plane Poisson's

ratio, while it is small for 0° and 90 °. The influence of two-dimensional finite element modeling assumptions on

computed energy release rates was studied m detail m [87]. Based on the results of this investigation it is

recommended to use results from plane stress and plane strain models as upper and lower bounds. Two-dimensional

models may also be used to qualitatively evaluate the variation of energy release rates and mLxed mode ratios with

delamination length. For more accurate predictions, however, a three-dimensional analysis is required.

Two-dimensional finite element models have been used to study the behavior of specimens used and

suggested for fracture toughness testing m [88-95] and three-point bending specimen [96]. Iosipescu specimens were

studied in [97, 98]. The behavior of edge delaminations was investigated in [4, 99] and the failure of composite hat

stringer pull-of specimens was examined in [100, 101 ]. The failure of a lap joints was investigated in [102, 103 ] and

the durability of bonded joints in [104]. The virtual crack closure technique was also used to investigate the

facesheet delaminating from the sandwich core [105-108] as well as delamination buckling [109, 110].

Delammation initiation from ply drops in general was studied in [111] while the initiation specific to rotorcraft

flexbeams was investigated in [112, 113].

To illustrate the application of VCCT to structural delamination, an example is taken from the study of

skin/stringer debond failure as shown in Figure 28 [114]. The specimens consisted of a tapered laminate,

representing the stringer, bonded onto a skin as shown in Figure 28a. An IM7/8552 graphite/epoxy system was used

for both the skin and flange. The skin was made ofprepreg tape and had a nominal ply thickness of 0.142 mm and a

[45/-45/0/-45/45/90/90/-45/45/0/45/-45] lay-up. The flange was made of a plain-weave fabric of 0.208 mm nominal

ply thickness. The flange lay-up was [45/0/45/0/45/0/45/0/45]f, where the subscript "f' denotes fabric, "0"

represents a 0o-90 ° fabric ply and "45" represents a 0o-90 ° fabric ply rotated by 45 °. Quasi-static tension tests were

performed in a servohydraulic load frame where the specimens were mounted in hydraulic grips with a gage length

of 101.6 mm as shown m Figure 28b. The value of the damage onset load, P was averaged from four tests and

determined to be 17.8 kN with a coefficient of variation of 8.9%. The tests were terminated when the flange

debonded from the skin. Micrographic investigations showed that at comers 2 and 3, a delamination formed at the

top 45o/-45 ° skin ply interface. The initial crack was modeled at the location suggested by the microscopic

investigation as shown in the detail m Figure 28b. Finite element solutions were obtained using the commercial

ABAQUS®/Standard finite element software. Eight-noded quadrilateral plane-stress (CPS8R) elements with

quadratic shape functions and a reduced (2x2) integration scheme were utilized for the geometric nonlinear analyses.

For this investigation, the delammation growing between the skin top 45 ° and _45 ° plies was extended by releasing

multi-point constraints at the crack tip and m front of the crack tip. During a series of nonlinear finite element

analyses, strain energy release rates were computed at each tip location for the loads applied in the experiments. A

critical energy release rate, Go, needs to be determined to predict delamination onset. This critical G is generally

identified based on the shape of the total energy release rate versus delammation length curve, which is determined

through analysis as shown m Figure 29. The Gr versus x curve reached a maximum (as marked in Figure 29) at

some virtual delamination length and then decreased. The delammation was extended to a total simulated length of
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2.2mmtoascertainthatthepeakvaluehadbeencaptured.Thetotalenergyreleaseratesandthecorresponding
mixedmoderatiosGJGr are plotted in Figures 29 and 30. The maximum total energy release rate, Gr, as marked in

the graph, was chosen as the critical value to be used for the fatigue life prediction [114]. This peak in Gr also

corresponded to the maximum mode I percentage, i.e., minimum value of GII/Gr in Figure 30. Similar investigations

of skin/flange debonding are reported in [115-118].

5.2. Applying the Virtual Crack Closure Technique to Analysis with Plate and Shell Elements. In a

finite element model made of plate or shell type elements the delamination is represented as a two-dimensional

discontinuity by two surfaces with identical nodal point coordinates. Flanagan developed a code based on

sublaminate analysis and demonstrated its application to simple fracture toughness specimens, the curved-beam test

and edge delamination [119]. The problem of a composite stringer separating from the skin has been investigated

using plate and shell models in [61,120, 121]. Fractures mechnics analyses performed by Glaessgen et.al, focussed

on the debonding of stitched composite structures [122-124]. Delamination buckling has been investigated as well

using plate/shell models [56, 125-129].

5.3. Applying the Virtual Crack Closure Technique to Analysis with Solid Finite Elements. Three-

dimensional finite element models have been used to study the behavior of specimens traditionally used in fracture

toughness testing [16, 23, 55, 64, 65, 85, 130-136], three-point bending specimen [137] as well as the behavior of

edge delaminations [138-140]. Skin-stiffener debonding was analysed in [54, 87]. Damage in titanium-grahite

hybrid lamiantes was investigated in [ 141 ] and Ireman et.al, studied the damage propagation in composite structural

elements [142]. Three-dimensional models were also used to study the growth of near-surface delaminations in

composite laminates under fatigue loading [143-145]. Delamination buckling has been investigated extensively

using three-dimensional models [56, 66, 111, 146-156]. A comparison of two-dimensional and three-dimensional

analysis for skin/stringer debond failure was performed in [87, 157, 158].

The example chosen is taken from an investigation of delamination buckling and growth as shown in

Figure 31a [143, 144, 159]. The specimens were made of T300/914C tape material with a [±5/+45/±5/-45/0/±85/0/-

45/-+5/+45/-+5] layup. An embedded circular delamination of 10 mm diameter at interface 2/3 was assumed to

simulate an impact damage near the surface as shown in Figure 3lb. The specimens were subjected to tension-

compression (R -1) fatigue loading. Stress maxima in the range of 220-240 N/mm 2 had shown to yield stable

delamination growth. During the experiment, the out-of-plane (i.e. buckling) deformation was monitored by Moir6

technique. Using numerical post-processing procedures, the size and shape of the delaminated sublaminate was

determined from this information, yielding the delamination contours, which were used as input to the numerical

model. Additional X-ray photographies (as shown in Figure 3 lb) were used to verify this method. Finite element

solutions were obtained using the NOVA finite element software. Due to the extensive computation times seen for

three-dimensional models, a special layered element with eight nodes, formulated according to a continuum based

three dimensional shell theory, was used for the nonlinear simulations [160]. Interpenetration of the layers in the

delaminated region was prevented by using a contact processor that utilizes a contactor target concept applying the
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penaltymethod[161].Figure31ashowsthespecimenoutline,detailsofthesectionmodeledandthedeformedFE-
model.Thedistributionsofthemixedmodeenergyreleaseratesalongthefronts: (i.e. after 200,000 load cycles) as

shown in Figure 31 b, are plotted in Figure 32. The global maximum of the total energy release rate Gr is now found

perpendicular to the loading direction (s,-0.25 and s,_0.75) with a second maximum occuring in the loading

direction. The values for interlaminar shear failure also reach their maximum perpendicular to the load direction

(s--0.22 and s-0.72) and a second maximum for s 0 and s 0.5. This also holds for the G1 distribution where again

the maximum is reached perpendicular to the loading direction, in loading direction however it ceases to zero.

Details of the entire investigation are discussed in [162].

6. Concluding Remarks. The increased interest in using a fracture mechanics based approach to assess the

damage tolerance of composite structures in the design phase and during certification has renewed the interest in the

virtual crack closure technique. Efforts are underway to incorporate these approaches in the Composites' Material

MIL-17 Handbook, which has been the motivation for the overview presented.

The approach used in the virtual crack closure technique was discussed. Equations for the use of the

technique in conjunction with two-dimensional elements, three-elements solids as well as plate/shell elements were

given and insight into the application to engineering problems was provided. The paper, however, is not a

comprehensive literature survey, but more a summary and review of issues relevant to the successful application of

the virtual crack closure technique. Nevertheless, an effort was made to pay proper tribute to the relevant

contributions made during a quarter century since the original publication.
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Appendix A.

Implementation of the Virtual Crack Closure Technique. Currently, the large commercial finite element

codes do not offer the choice for calculating the mLxed mode energy release rates using the virtual crack closure

technique (VCCT) as described in the main text. Therefore, the energy release rate components GI, GII and GIII need

to be computed by user written subroutines. These subroutines may either interface directly with the fmite element

code during its execution, provided this option has been made available for this particular software, or operate as an

entirely separate post-processing step. In both cases the strategy is similar and attention has to be given to the

modeling of the discontinuity as shown in Figure A1 and the calculation of the mixed mode energy release rate as

outlined in the flowchart of Figure A2.

As mentioned in section 3.1, the crack of length, a, in a two-dimensional fmite element model is represented

as a one-dimensional discontinuity by a line of nodes as shown in Figures 5 and 33. Nodes at the top surface and the
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bottomsurfacehaveidenticalcoordinates,however,arenotconnectedwitheachotherasshowninFigure33a.The
cracktipisrepresentedbyeitherasinglenode(Figure33a)ortwonodeswithidenticalcoordinatescoupledthrough
multi-pointconstraints(Figure33b).Theundamagedsectionorthesectionwherethecrackisclosedandthe
structureisstillintactismodeledusingsinglenodes(Figure33a)ortwonodeswithidenticalcoordinatescoupled
throughmulti-pointconstraints(Figure33b).It isgenerallyuptotheusertodecidehowtomodelthecracktipand
theintactregion.However,theuseofmulti-pointconstraintsmaybepreferredif acrackpropagationanalysisisto
beperformed.Theuseofmulti-pointconstraintsmayalsobepreferableif thefiniteelementcodeusedprovides
"forcesat constraints"" as a standard output. This feature would render obsolete the step where element forces at

nodes have to be retrieved and summed to obtain forces at the crack tip. The same logic applies to a finite element

model made of plate/shell type elements or three-dimensional solid elements, where the delamination of length, a, is

represented as a two-dimensional discontinuity by two surfaces.

The application of the virtual crack closure technique based on results from finite element analysis requires

access to the element forces at nodes, the nodal point displacements and the nodal point coordinates. The flow chart,

depicted in Figure 34 as an example, shows an independent post-processing procedure where input data for the

VCCT was extracted directly from an ABAQUS ®binary result file. The strategy to use VCCT, however, is the same

if data is retrived from a data file in ASCII format or if a user written subroutine interfaces directly with the finite

element software during execution:

1. Establish interface with finite element sortware if required.

2. Provide input interface to read variable problem specific external data such as crack length, Young's

modulus, etc., and control parameters such as element type, etc., which is generally not hard coded

into the subroutine.

3. Create output file to store echo print of control parameters, input data, and retrieved data as well as

intermediate and final results.

4. Read element forces, or forces at constraints, nodal point coordinates, and nodal displacements from

binary result file, or output file in ASCII format or data bank if data is stored externally.

Alternatively retrieve required data from specific common blocks or arrays of the finite element

software if a user interface is provided.

5. Store the data retrieved in step 4 in external files, data base, or internal common blocks and arrays

for further access during the calculation.

6. Calculate area virtually closed, h_l, using nodal point coordinates.

7. Calculate local coordinate system x', y" and z" at crack tip for geometrically nonlinear analysis and

arbitrarily shaped delamination front as discussed in sections 3.3, 3.5, and 3.6.

8°

a. Obtain the forces at the crack tip and in front of the crack tip from the forces at element

nodes by summing the forces at common nodes from elements belonging either to the
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upperorthelowersurface.Thisstepmaybeskippedif forcesatcontraintsareavailable
directlyfromthefiniteelementsoftware.

b. Obtainrelativedisplacementsbetweenthesurfacesfromthenodalpointdisplacements.

c. Transformforcesanddisplacementstolocalcracktipcoordinatesystem.

9. Calculatemixedmodestrainenergyreleaseratesusingtheequationsgivenfortheindividual
elementtypeandcorrectfordifferentelementlengthsandwidthsif necessary.

10.Repeatsteps6through9forallnodesalongthedelaminationfrontandwriteresultstooutputfile.
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(a). Delamination buckling specimen and section modeled with three-dimensional solid elements

(b). X-Ray showing the initial circular delamination and detected growth after 200, 000 load cycles

FIGURE 31. Delamination buckling specimen.
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(a). Intact region in front of the crack modeled with single nodes
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(b). Intact region in front of the crack modeled with double nodes tied by multi-point contsraints

FIGURE A1. Crack modeled as one-dimensional discontinuity
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program grate/

@ INCLUDE "aba param, inc"

/ \©

/_ _ca11 gstart (kunit,output)

\_J I open file for output

LRUNIT (i, i) =8

(_) CALL INITPF (FNAME,NRU ....

CALL DBRNU (JUNIT)

ABAQUS result file initialization

(Lop, A  AY, J CD)_CALL DBFILE _

"- j read each record of the ABAQUS result file

IF (KEY. EQ. 15) THEN

call datin(head, l,nnum .... )

identifyforcesatelement nodes, nodal

displacementsand nodal pointcoordinates

recordand storedata inarraysforlateruse

• • •

@ call varea(iunit,ntype .... )
call local(iunit,ntype .... )

@ call trans(iunit,ntype)

call grate(ntype, iunit .... )

(_) calculate area and local coordinate system,
transform forces and displacements,

compute mixed mode energy release rate

I
call gend(iunit)

(_) end

closeoutputfileand terminateprogram

FIGURE A2. Flow chart of routine extractf to calculate strain energy release rates.

output file

grate.out
contains echo input

and results

59



REPORT DOCUMENTATION PAGE Form Approved
OMB No. 0704-0188

Publicreportingburdenfor this collection of informationisestimatedto average] hour per response,includhTgthe time for reviewinginstructions, searchingexistingdata sources,
gathering and maintainlngthe data needed,and completingand reviewingthe collectionof information. Sendcommentsregardingthis burdenestimateorany other aspectof this
collection of information, includingsuggestionsfor reducingthis burden, to WashingtonHeadquartersServices,Directoratefor InformationOperationsand Reports,1215Jefferson
DavisHighway,Suite 1204, Arlington, VA 222024302, and to the Office of Managementand Budget, PaperworkReductionProject (07040188), Washington,DC 20503.

1. AGENCY USE ONLY(Leave blank) 2. REPORT DATE 3. REPORT TYPE AND DATES COVERED

April 2002 Contractor Report

4. TITLE AND SUBTITLE

Tile virtual crack closure technique: History_ approach and applications

6. AUTHOR(S)

Ronald Krueger

7. PERFORMING ORGANIZATION NAME(S) AND ADDRESS(ES)

ICASE

Mail Stop 132C

NASA Langley Research Center

Hampton, VA 23681-2199

9. SPONSORING/MONITORING AGENCY NAME(S) AND ADDRESS(ES)

National Aeronautics and Space Administration

Langley Research Center

Hampton, VA 23681-2199

5. FUNDING NUMBERS

C NAS1-97046

WU 505-90-52-01

8. PERFORMING ORGANIZATION
REPORT NUMBER

ICASE Report No. 2002-10

10. SPONSORING/MONITORING
AGENCY REPORT NUMBER

NASA/CR-2002-211628

ICASE Report No. 2002-10

11. SUPPLEMENTARY NOTES

Langley Technical Monitor: Dennis M. Bushnell

Final Report

To be presented at Composite IVlaterials Handbook, Next General Session.

12a. DISTRIBUTION/AVAILABILITY STATEMENT

Unclassified Unlimited

Subject Category 34

Distribution: Nonstandard

Availability: NASA-CASI (301) 621-0390

12b. DISTRIBUTION CODE

13. ABSTRACT (Maximum 200 words)

An overview of the virtual crack closure technique is presented. The approach used is discussed, the history

summarized, and insight into its applications provided. Equations for two-dimensional quadrilateral elements with

linear and quadratic shape functions are given. Formulae for applying the technique in conjuction with three-

dimensional solid elements as well as plate/shell elements are also provided. Necessary modifications for the use

of the method with geometrically nonlinear finite element analysis and corrections required for elements at the

crack tip with different lengths and widths are discussed. The problems associated with cracks or delaminations

propagating between different materials are mentioned briefly, as well as a strategy to minimize these problems. Due

to an increased interest in using a fracture mechanics based approach to assess the damage tolerance of composite

structures in the design phase and during certification, the engineering problems selected as examples gild given as

references focus on the application of the technique to components made of composite materials.

14. SUBJECT TERMS

finite element analysis, fracture mechanics, crack closure integral, composite structures,

delamination, interlaminar fracture

15. NUMBER OF PAGES

64
16. PRICE CODE

A04
17. SECURITY CLASSIFICATION 18. SECURITY CLASSIFICATION 19. SECURITY CLASSIFICATION 20. LIMITATION

OF REPORT OF THIS PAGE OF ABSTRACT OF ABSTRACT

Unclassified Unclassified

NSN 7540-01-280-5500 Standard Form 298(Rev. 2-89)
Prescribedby ANSI Std. Z39 18
298 102


